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Results look quite promising, though not nearly as black as prior 1-inch square witness.

In the chart above:

“Flat” is measured on the flat at the perimeter of the part, outside the louvered area.

“V Mean” is the average of several measurements within the louvered area with the louvers oriented vertically.  The individual measurements comprising the average are positioned with successive displacements of 1 mm horizontally (displacement is perpendicular to louvers).

“H Mean” is the average of several measurements within the louvered area with the louvers oriented horizontally.  The individual measurements comprising the average are positioned with successive displacements of 1 mm horizontally (displacement is parallel to louvers).
